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Undrained behavior of aggregate-clay mixtures in its natural or compacted state,
which is used as the core of embankment dams or liner of waste disposal systems, has
great importance for geotechnical engineers. Previous studies have shown that
excess pore water pressure plays an important role when dealing with cyclic/
dynamic behavior of aggregate-clay mixtures. An extensive testing program was
conducted on compacted sand-clay mixtures to investigate effects of aggregates on
the cyclic behavior of the mixtures under strain- and stress-controlled cyclic loads
utilizing triaxial and torsional shear equipment. Clay content was varied from
100 to 40% by volume in tested specimens. Isotropically and anisotropically
consolidated specimens were tested under vertical effective stresses of 100 and
500 kPa. The aim of the various loading conditions and numerous experiments was
to investigate cyclic pore pressure build-up in the mixtures, and developing a pore
pressure model based on dissipated energy. The main advantage of the model is
that it can capture opposite trend of pore pressure build-up with aggregate content
in strain-, and stress-controlled loading. The model is then verified with cyclic
triaxial tests on ceramic beads-clay mixtures.

Pore Pressure Build-Up in Aggregate-Clay
Mixtures under Cyclic Loading

Ali Shafiee1, Javad Jalili 
2*, Hamid R. Tavakoli 

3, and
Mohammad K. Jafari 

4

1. Assistant Professor, California State Polytechnic University, Pomona, Civil Engineering
Department, College of Engineering, CA, USA

2. Assistant Professor, Geotechnical Research Center, International Institute of Earthquake
Engineering and Seismology(IIEES), Tehran, Iran,

*Corresponding Author; email: jalili@iiees.ac.ir
3. Associate Professor, Civil Engineering Department, Babol Noshirvani University of

Technology, Babol, Iran
4. Professor, Earthquake Risk Management Research Center, International Institute of

Earthquake Engineering and Seismology (IIEES), Tehran, Iran
Received: 14/07/2020
Accepted: 09/05/2021

ABSTRACT

1. Introduction

Aggregate-clay mixtures are successfully used
as the core of embankment dams or soil liner in
waste disposal projects. These materials which
were referred to as composite clays by Jafari and
Shafiee [1], are usually broadly graded and encom-
pass clay as the main body, and sand, gravel, cobble
and even boulder as floating inclusions in the
clay matrix. Moraine, which consists of unsorted
materials of glacial origin, is a good example for this
type of composite soils. Moraine has been used
extensively in North America and northern countries

as fill material for impervious cores in zoned embank-
ment dams or for the main body of homogeneous
dikes [2]. It has also served as relatively good quality
foundation for water retaining structures. It is also a
current practice to employ the mixture of high
plastic clay with aggregates as impervious blankets
in waste disposal projects [3-5].

Jafari and Shafiee [1] carried out a series of strain-
controlled monotonic and cyclic triaxial tests on
gravel-clay and sand-clay mixtures to investigate the
effects of aggregate on the mechanical behavior of
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the mixtures. Compression monotonic test results
revealed that the angle of shearing resistance
increased with aggregate content. It was also found
that the presence of aggregates within a cohesive
matrix led to formation of a heterogeneous field
of density in the clayey part of the mixture. The
strain-controlled undrained monotonic and cyclic
tests also led to increase of Excess Pore Water
Pressure (EPWP), when aggregate content was
raised. Later experimental and numerical analyses
also confirmed the heterogeneity formation in clay
aggregate mixtures [6].

Despite the above mentioned studies, a review of
the published literature reveals that experimental
studies on aggregate-clay mixtures have mainly
focused on shear strength parameters, particularly in
compression loading. These studies report that shear
strength either increases with aggregate content or
remains constant until a limiting aggregate content,
then increases as the aggregate content increases
[1, 6] to explore all features of the mechanical
behavior, there is a need to investigate pre- failure
along with failure behavior of the mixtures subjected
to various loading paths. The present study is an
extension to the study performed by Jafari and
Shafiee [1]. In this study, mixtures of isotropically/
anisotropically consolidated sand-lean clay were
tested under strain- and stress-controlled loading
conditions, making use of hollow cylinder torsional
shear device along with triaxial device to com-
prehensively investigate EPWP in sand-clay
mixtures. The results of monotonic compression
and extension tests on the materials of this study,
have been already published by Shafiee et al. [7]. It
was shown that the angle of shearing resistance in
sand-lean mixtures increases with sand content,
and it is almost equal to the values obtained for sand-
fat clay mixtures by Jafari and Shafiee [1], except
at 60% sand content where sand-lean clay mixtures
show slightly higher value for friction angle. From
normalized shear strength data published by Shafiee
et al. [7], it can be concluded that specimens con-
solidated under a confining stress of 100 kPa are
overconsolidated, while specimens consolidated
under confining stress of 300 kPa and higher are
normally consolidated. Consequently, the experiments
of this study were conducted on specimens con-
solidated under 100 kPa and 500 kPa confining

pressure.
On the basis of the experiment results, a

dissipated energy-based pore pressure model is
developed, that considers the role of aggregate
content as an independent parameter. The various
loading paths followed herein, including the sudden
or gradual rotation of principal axes in the triaxial
and torsional shear devices respectively, has
concluded to a generalized model capable of ca-
pturing EPWP in aggregate-clay mixtures. The
model is then verified with a new set of data
from cyclic triaxial tests on ceramic bead-clay
mixtures.

2. Materials and Procedures
2.1. Tested Materials

Pure clay as the matrix and sand aggregates as
inclusions were used in this study. The clay had a
specific gravity (Gs) of 2.70, liquid limit (LL) of 42%
and plasticity index (PI) of 18%. X-ray diffraction
analysis revealed that the clay was mainly composed
of kaolinite with some illite, montmorillonite, and
quartz. The sand used in the study was retrieved
from a riverbed and composed of subrounded
particles with a specific gravity of 2.65. The
aggregates used as sand material were passed
through the 4.75 mm sieve and was retained on the
3.35 mm sieve, with minimum and maximum void
ratios of 0.667 and 0.803, respectively. Gap graded
gradation was considered for the aggregates to
minimize the effect of particle size distribution of
sand on the mechanical behavior of the mixture.
Three mixtures were obtained by mixing 100, 60 and
40% of clay by volume with sand. A minimum of
40% clay content was considered since this is a
limit value for materials used as cores in embank-
ment dams. Figure (1) shows the materials used in
this study.

2.2. Sample Preparation and Testing Procedure

The specimen preparation technique was chosen
to model as precisely as possible the in situ condition
of the core materials of embankment dams. All
specimens, typically a cylinder 76 mm in height
and 38 mm in diameter for triaxial tests, and a
hollow cylinder 100 mm in height, and 100 and
50 mm in external and internal diameter respectively
for torsional shear tests were prepared with a dry
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density of 95% of the maximum dry density obtained
from the standard compaction test method (ASTM
D 698-12e2 [8]) and water content of 2% wet of
optimum.

Table (1) presents the initial dry density and
water content of the specimens. The specimens
were saturated with a Skempton B-value in excess
of 95%, and then isotropically consolidated under
vertical effective stresses of 100 and 500 kPa.
Following isotropic or anisotropic (K= initial vertical
stress/initial horizontal stress = 2/3) consolidation,
undrained cyclic triaxial and hollow cylinder torsional
shear tests were carried out under strain- and stress-
controlled condition. Tables (2) and (3) show the
testing schedule in this study under strain- and stress-
loading conditions respectively. The cyclic tests were
continued until 50 cycles of loading. A loading
frequency of 0.004 Hz for cyclic tests was chosen
so that EPWP equalization throughout the specimen
was ensured. Strain-controlled tests were performed
under shear strain amplitudes (γc) of 0.75 and 1.5%,
while stress-controlled tests were performed under
cyclic stress ratios (CSR) of 0.11, 0.18 and 0.25.
An advanced automated closed-loop digitally
servo-   controlled triaxial [9] and torsional shear [10]
testing apparatus were used to conduct the tests.
Figures (2a), and (2b) show sand-clay specimens
after cyclic triaxial and torsional shear test res-
pectively.

Figure 1. Materials used in this study.

Table 1. Properties of the tested specimens.

Table 2. Cyclic strain-controlled triaxial and torsional shear
experiments conducted in this study.

Table 3. Cyclic strain-controlled triaxial and torsional shear
experiments conducted in this study.

Figure 2. Sand-clay specimens after experiment.
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3. Test Results and Discussions
3.1. Effect of Sand Content on the EPWP Build-up

Jafari and Shafiee [1] showed that EPWP in an
undrained loading increases when aggregate content
is raised under strain-controlled monotonic, and
cyclic tests. This trend was also observed in this
study, as depicted in Figure (3). The figure shows
normalized residual pore water pressure, * ,Nu  which
is residual EPWP divided by initial vertical effective
stress, under strain-controlled tests. Similar trend
was observed in other strain-controlled tests of this
study, which are not presented herein to observe
brevity.

Figure (3) clearly shows that EPWP increases
with sand content, under either cyclic triaxial or
cyclic torsional shear (strain-controlled) tests. The
increase in pore pressure with sand content can be
attributed to the higher straining of the clayey part
of the specimen, when sand content is raised [1].

Figure (4) shows the typical EPWP variation in
sand-clay mixtures under stress-controlled loadings.
It is observed that (on oppose to the strain-controlled
tests) the EPWP decreases, when sand content is
raised. This trend was observed in all the stress-
controlled tests. This type of behavior can be

Figure 3. Normalized EPWP in strain-controlled tests, γc= 0.75%,
initial confining stress = 100 kPa.

explained by the aid of monotonic test results
(conducted in this study) on pure clay and 60%
sand - 40% clay mixture as shown in Figure (5).

Figure 5. How excess pore pressure decreases with sand
content in a stress-controlled test (initial confining stress=
100 kPa).

Figure 4. EPWP in stress-controlled tests, CSR = 0.18, initial
confining stress = 100 kPa.
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For example, under an identical stress ratio
(=shear stress/initial confining stress) of 0.4, the
amount of axial strain in sand-clay mixture, and pure
clay is 0.15 and 0.70% respectively (Figure 5a).
Consequently, under an axial strain of 0.15 and 0.70%,
the amount of normalized pore pressure in sand-
clay mixture and pure clay will be 0.09, and 0.23
respectively (Figure 5b). Thus, under an identical
stress ratio, EPWP decreases with sand content.

Figure (6) compares sand-clay mixture behavior
under strain- and stress-controlled triaxial tests.

' ' ' '
'1 3 1 3
1

2
( , ,  

3 2
σ + σ σ − σ

= = σ′p  q  and '
3σ = major and

minor principal stresses).
As seen, in the strain-controlled tests, pore

pressure increases, and significant degradation
happens with number of cycles. In addition, stress

path progressively moves toward the failure
envelope. On the other hand, in the stress-controlled
tests, pore pressure increases for a few cycles, with
a minor degradation, after which the behavior is
stabilized, in such a manner that almost no change in
pore pressure and stiffness is observed. It seems that
the higher magnitudes of strain in strain-controlled
tests exceed the threshold shear strain for degrad-
ation [11], despite the lower magnitudes in stress-
controlled tests which are within the threshold.

3.2. Effect of Rotation of Principal Stresses on
EPWP

There is a fair amount of literature on the effect
of principal stress rotation on shear strength, and
EPWP of sands and clays in monotonic and cyclic
tests. It has been shown that shear strength and

Figure 6. Cyclic triaxial strain-controlled (initial confining stress=500 kPa, and γc = 1.5%), and stress-controlled (initial confining
stress = 500 kPa, CSR = 0.18) test results on 60% sand-40% clay specimens.
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EPWP are affected by α (defined as the angle
between major principal stress and vertical axis)
[12-15]. With regard to cyclic tests, the effects of
principal stress rotation on the cyclic resistance
ratio (CRR) of liquefiable sands has been studied by
comparing triaxial test results with those of simple
shear device [16-18].

The materials tested in this study are highly
anisotropic, because of the method of specimen
preparation. Shafiee et al. [7] showed how the per-
meability of compacted aggregate-clay mixtures is
affected by soil anisotropy. Consequently, EPWP
pattern is expected to be highly affected by the
principal stress rotation. In triaxial set-up sudden
change of principal stress rotation during cyclic
loading occurs, while under torsional shear condition
continuous rotation of principal stress is captured.
Figures (7a) and (7b) compare EPWP in triaxial
tests versus torsional shear tests in stress-, and
strain-controlled tests respectively.

It is mostly observed that higher residual EPWP
is developed in triaxial with respect to torsional

shear. As depicted in the figures, the variation of
EPWP in triaxial tests is different from the torsional
shear tests; while the latter is increasing smoothly,
the former is fluctuating around its residual mag-
nitude that is increasing.

This inconsistency may be related to the different
loading pattern of the testing apparatus and the
relation of the mean confining pressure and EPWP
in an elastic saturated soil [12]:

=
+

∆ ∆  

d

d w

Cu p
C nC                                          (1)

where:

=∆  u EPWP

n = soil porosity

Cw = compressibility of the water

( )3 1 2
=

− µ 

dC
E

 compressibility of the soil skeleton

:∆  p  variation of total mean confining pressure
The total mean confining pressure is fluctuating

( )∆  p  in sinusoidal shape in the triaxial test, while is
constant in the torsional shear test. Considering the
EPWP is composed of an elastic and a plastic
component, it is observed (Figure 7) that the
fluctuation is the elastic component, while the residual
increase is the plastic component. Consequently, the
EPWP fluctuates in an elastic manner due to a
portion of the ∆ p variation in triaxial test which is
devoted to the elastic changes, but is constant in
torsional test because of the zero .∆  p  However, the
plastic increase of residual EPWP in both tests is due
to the shearing of the soil beyond the degradation
threshold.

3.3. Effect of Induced Anisotropy on EPWP

Some of the specimens in this study were con-
solidated anisotropically (K = 2/3), and tested in the
triaxial device under strain-controlled conditions to
investigate effect of induced anisotropy on the EPWP
of sand-clay mixtures. Figures (8a) and (8b), for
instance, presents the effect of induced anisotropy
on EPWP in cycles 10 and 50 respectively, when
shear strain amplitude is 0.75%. Similar to
isotropically consolidated specimen, EPWP increases
with sand content in anisotropically consolidated
specimens. It is also observed that anisotropic

Figure 7. Variation of normalized EPWP (uN) in cyclic triaxial
and torsional shear test on 40% sand-60% clay specimen
with 500 kPa initial confining pressure.
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consolidation would decrease EPWP in the sand-
clay mixtures. Figure (9) compares stress path in
q-p' space, for pure clay with 60% sand-40% clay
mixture. Although stress path is asymmetry about
p' = 0 axis in both cases at first cycle (Figure 9a), the
effect of induced anisotropy diminishes after a few
cycles in some cases, e.g. high confining pressure
test on pure clay in 9a, and increases after a few
cycles in some cases, e.g. low confining pressure test
on mixed clay in 9b.

4. A Pore Pressure Model for Aggregate-Clay
Mixtures
4.1. Energy Approach

Classical approaches for pore pressure models
are mainly based on cyclic stress or strain amplitude
[19-20]. However, results of the current study show
that EPWP is highly dependent on loading path, and
could be much different under stress- and strain-
controlled loading. Here, EPWP is correlated to the
dissipated energy, which considers the effects of
both shear stress and shear strain variations during

Figure 8. Variation of u* with sand content in cyclic triaxial test
on isotropically (K=1) or anisotropically (K=2/3) consolidated
specimens.

N Figure 9. Variation of deviator stress with mean effective
confining pressure in strain-controlled cyclic triaxial tests
(γc = 0.75%) on anisotropically consolidated specimens.

cyclic loading and has successful precedents in this
regard [21]. Figure (10), for instance, shows varia-
tion of *

Nu  in terms of normalized dissipated energy
( / )′∆  

ow p  for specimens tested in this study under
cyclic triaxial conditions, with an initial effective mean
confining stress of p′ =o 500 kPa.

Herein, ∆  w is dissipated energy per unit volume
per cycle of loading, which is equal to the area of
hysteretic loop in the shear stress-shear strain space.
It is interesting to note that irrespective of loading
path (stress- or stress-controlled test), and amplitude
of loading, *

Nu  exhibits strong relationship with
dissipated energy.

The proposed pore pressure model is presented
by:

* *
0( , , , )′= θ∆  

N Nu u w   p  C                                      (2)

in which:
∆  w = dissipated energy in stress-strain space per
unit volume (accumulated with cycles);
θ =  Lode angle (the angle between stress state
vector and 1′σ  axis on π-plane, θ = 0, π/3 rad for
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cyclic triaxial, and π/6 rad for torsional shear test);
0′p = initial mean effective stress

C = clay content ≤ 1.
Lode angle was included to account for the

principle axis rotations in different loading paths.
The parameter C also implicitly represents the role
of aggregates in the predictions of the model.

To find the best model fitting the experimental
data, different equations were examined utilizing
least square approach. The experimental data
included all the triaxial and torsional shear tests
conducted in this study.

4.2. Fitting a Proper Model to the Test Results

To find the best fit for the available data,
numerous trials finally concluded to the following
equation (R2 = 0.75):

( )
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The parameter β defines the rate of variation of
*
Nu  with 

0′
∆  w
p

  that is mainly dependent on the clayey
part of the mixture. Value of β for the clay material
used in this study fluctuated around 4. Figure (10)
shows all the triaxial test results performed in this
study versus the model under an initial confining
stress of 500 kPa, as a sample of the general trend
in all the cases. As observed, the model fits fairly
well with the EPWP build-up in different tests on
different mixtures.

4.3. Residual Analysis

Residuals (difference from measured to predicted

values) of the *
Nu  are plotted against 

0′
∆  w
p

 in

Figure (11), which shows a relatively uniform
distribution. The residual average and standard
deviation (calculated as the square root of the
average of the squared difference of residual from
the mean residual) are also included in this figure,
which has a horizontal trend. This means that 

0′
∆  w
pis a proper variable to describe * .Nu

Figure (12) shows variation of the standard
deviation of the *

Nu  against clay content, distinguished
by the apparatus type (triaxial or torsional shear). The
overall trend does not show a special tendency in this

Figure 10. Correlation between excess pore pressure and
dissipated energy in cyclic triaxial strain-/stress-controlled
tests (initial confining pressure=500 kPa).
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Figure 11. Residuals of the u*   calculated for all the experiments
conducted in this study.

N

Figure 12. Standard deviation of the residuals of the u*  at
different clay content. N

regard, neglecting the only noticeably different
magnitude at 60% clay content (which belongs to
the specimen anisotropically consolidated to 100 kPa
in torsional shear apparatus).

4.4. Evaluating the Proposed Model

To evaluate the proposed model, a different
material and loading path was examined. A mixed
specimen with 40% (volumetric) ceramic beads and
60% clay was tested in triaxial apparatus. The clay
(Gs = 2.64, LL = 32, PI = 12) and ceramic inclusions
(Diameter = 4 mm, and Gs = 3.73) were compacted
in 10 layers to the 95% of maximum dry density of

the material (which was 23 kN/m3 with standard
compaction method (ASTM D698-12e2)) at a water
content 2% wet of optimum (woptimum = 8.1%).
X-ray diffraction analysis revealed that the clay was
mainly composed of quartz and kaolinite with some
calcite. Figure (13) shows the wetted material
before compaction. The specimen was then consoli-
dated to 200 kPa effective confining stress
isotropically, and subjected to 10 undrained cycles of
variable confining pressure loading. The deviator
stress and the confining pressure single amplitude was
80 kPa and 53 kPa respectively, at a frequency of
0.005 Hz. Figure (14) shows the variation of deviator
stress, confining stress and EPWP with shear strain
amplitude and loading cycles.

For this triaxial test, the input parameters of the
Equation (3) are as follows:
θ = 0, π/3 thus f (θ) = 1; 0′p  = 200 kPa; C = 60 and
β = 41

Based on the  w measurement for different
cycles, *

Nu  was calculated (Figure 15). As evident,
the proposed model predicts reasonably the EPWP
variation in clay-aggregate mixtures without notice-
able deviation with experimental measurements.

The important role of parameter β in Equation (3)
is shown in Figure (16). Although the trend of EPWP
build-up (Figure 16a), and deviator stress-axial strain
relationship (Figure 16b) are dissimilar in two differ-
ent tested clays, the choice of appropriate value of
leads to a reasonable prediction of the pore water
pressure trend in both specimens (Figure 15).

Figure 13. The ceramic beads-clay material used for evaluation
of the proposed model.
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Figure 14. Validation cyclic triaxial test on 40% ceramic beads-
60% clay specimen.

Figure 15. Predicted versus measured pore water pressure in
40% ceramic beads- 60% clay specimen.

Figure 16. Comparison of two different tested clays.
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5. Conclusions

An experimental study using strain- and stress-
controlled cyclic triaxial and torsional shear tests
was performed on compacted mixtures of sand-clay
to investigate pre-failure behavior of the mixtures
in terms of EPWP variation in different loading
conditions and mixture constituents. It was found
that when sand content is raised, EPWP increases in
cyclic strain-controlled tests, significant degradation
occurs and stress path progressively moves toward
the failure envelope. On the other hand, reverse trend
is observed in cyclic stress-controlled tests, and
EPWP decreases with sand content. In stress-
controlled tests EPWP increases for a few cycles,
with a minor degradation, after which the behavior
is stabilized, in such a manner that almost no change
in EPWP and stiffness is observed.

Effect of principle axes rotation was also exam-
ined by comparison of the triaxial and the torsional
shear test results. It was mostly observed that
higher residual EPWP is developed in triaxial with
respect to torsional shear test.

Anisotropically consolidated specimens in
strain-controlled tests were compared with
isotropically consolidated ones, and the same trend
of behavior with slight differences in initial hyster-
esis loops were observed. The magnitude of EPWP
build-up in anisotropically consolidated specimens
is lower than the isotropically consolidated ones.
Effect of induced anisotropy in sand-clay mixtures
diminishes after a few cycles of loading.

All the above-mentioned observations were taken
into account to propose a dissipated-energy-based
model, which can be successfully employed to
predict the trend of EPWP build-up in sand-clay
mixtures, irrespective of loading path. The model was
verified through new set of the tests on ceramic
beads-clay mixtures.
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